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Material: Sockets shall be of Cast Steel and to ASTM

A-148 Grade 80-50 specification.

Testing: At the request of the customer any of the following
tests may be conducted on 100% of production runs:
(a) Full radiographed to Specification ASTM E-466 or

E-186

(b) Full Ultrasonic Testing
(c) Full Magnetic Particle Testing in accordance with

ASTM E-109-63
Finishes:

(a) Painted
(b) Zinc Coated - to Canadian C.S.A. Specification G-164 or

to ASTM A-153 Class A.
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